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Thursday, 14 April 2011
Lectures

14:10

14:50

An Injectable Drug Delivery
Hydrogel for Sustained Com-
bination Therapy: In Vitro
and In Vivo Studies

F. Rossi, Politecnico di Milano
(Italy); P. Veglianese, Istituto di
Ricerche Farmacologiche Mario
Negri, Milan (ltaly); M. Santoro,
Politecnico di Milano (ltaly); M.
Peviani, Istituto di Ricerche Far-
macologiche Mario Negri, Milan
(Italy); T. Casalini, Politecnico di
Milano (Italy); D. Llupi, Istituto
di Ricerche Farmacologiche
Mario Negri, Milan (italy); M.
Masi, Politecnico di Milano
(Italy); G. Forloni, Istituto di
Ricerche Farmacologiche Mario
Negri, Milan (ltaly); G. Perale
(Sp), Politecnico di Milano
(Italy )

Biocompatible Materials
Structured In-vivo Using
High-Resolution AMT

J. Torgersen (Sp), Vienna Uni-
versity of Technology, Wien
(Austria); A, Baudrimot, Biocen-
ter, Vienna (Austria); N. Pucher,
K. Stadlmann, R. Liska, J.
Stampfl, Technische Universitat
Wien, Vienna (Austria)

Shortlecture 14:10-14:20
A New Standard Testing
Device for Studying Biofilm
Formation on Biomaterials
Using a Constant Depth Film
Fermentor

C. Ludecke (Sp), Friedrich Schil-
ler University Jena (Germany);
M. Roth, Leibniz Institute for
Natural Product Research and
Infection Biology e.V., Jena
(Germany); J. Bossert, K.D.
Jandt, Friedrich Schiller Universi-
ty Jena (Germany)
Shortlecture 14:20-14:30
Antimicrobial Activity of Hig-
hly Stable Silver Nanopar-
ticles Embedded in Agar-
Agar Matrix as a Thin Film
S. Ghosh (Sp), Indian Institute
of Science, Bangalore (India),
etal?

Shortlecture 14:30-14:40
Functionalised Nanomateri-
als for Antifouling Sensor
Design

F. Regan, J. Chapman (Sp),
Dublin City University (Ireland)
Shortlecture 14:40-14:50
Visible Light Antimicrobial
Photocatalysts - N-Doped
TiO2 and Silver Nanopar-
ticles

C.W. Dunnill, Z. Ansaria, S.
Perni (Sp), M. Wilson, I.P. Par-
kin, Univeristy College London
(UK

Coffee Break + Exhibition + Postershow

Continuation of authors on p. 49

Modelling Yttrium Alumino-
ate Glass for
Radiotherapy

1. Christie (Sp), A. Tilocca,
University College London (UK)

Arthropod Cuticle: a Biologi-
cal Multi-Functional Compo-
site Used as Template for
Nano-to-Macro-Scale Hierar-
chical Modeling

M. Friak (Sp), M. Petrov, Max
Planck Institute for Iron Rese-
arch GmbH, Disseldorf (Ger-
many); S. Nikolov, Bulgarian
Academy of Sciences, Sofia
(Bulgarian); C. Sachs, H. Fabriti-
us, P. Elstnerova, D. Ma, L. Lym-
perakis, D. Raabe, T. Hickel,
Max Planck Institute for Iron
Research GmbH, Dusseldorf
(Germany); et. al.10)

Thursday, 14 April 2011
Lectures

15:15

15:35

15:55

Synthesis and Characterisati-
on of Multi-Substituted
Hydroxyapatite

P. Jackson, Trinity College Dub-
lin (Ireland); B. McCarthy (Sp),
CERAM Research Ltd, Stoke-on-
Trend (UK); A. Binod-Nair, X.
Zhang, Trinity College Dublin
(Ireland)

Innovative Stent with Nano-

structured Ceramic Coating
for Fast and Complete Artery
Endothelization and Healing:
From Design to In-Vivo
Assessment.

L. Marras (Sp), IBS-International
Biomedical Systems, Trieste
(ltaly); A. Maresta, Gruppo Villa
Maria Cecilia Hospital, Ravenna
(Italy); A. Ravaglioli, ISTEC-CNR,
Faenza (ltaly)

Ti-6Al-4V-0.5B — A Novel
Alloy for Implants Made by
Metal Injection Moulding
T. Ebel (Sp), F. Feyerabend, C.
Blawert, Helmholtz-Zentrum
Geesthacht (Germany)

Continuation of authors on p. 49

Shortlecture 15:15-15:25
Antifungal Nanoparticles
and Surfaces

C. da Silva Oliveira Paulo (Sp),
Biocant and CNC, Cantanhede
(Portugal); et. al.1h
Shortlecture 15:25-15:35
Antibiotic-loaded Calcium
Phosphate Cement/Biodeg-
radable Polymer Composites
for Bone Repair

Z. Irbe (Sp), Riga Tec11nical
University (Latvia); et. al12)

Antimicrobial Potential of
Titanium Surfaces Generated
by Cu-Plll and Dual HIPIMS
K. Schroder (Sp), B. Finke, M.
Polak, F. Hempel, Leibniz Insti-
tute for Plasma Science and
Technology e.V. (INP), Greifs-
wald (Germany); H. Rebl, C.
Zietz, University of Rostock,
Rostock (Germany); V. Stranak,
Ernst-Moritz-Arndt-University,
Greifswald (Germany); et. al.13)

Improving the Cytocompati-
bility of Antibacterial Active
Silver Nanocomposites with
an Adjustable Gradient Film
Design

E. Korner (Sp), Swiss Federal
Laboratcries for Materials
Testing and Research, St. Gallen
(Switzerland); B. Cierniak, S.
Wiesenmuiller, Universitit Kaln
(Germany); D. Hegemann,
Swiss Federal Laboratories for
Materials Testing and Research,
St. Gallen (Switzerland)

Bioadsorption Properties of
Tropocollagen like Molecules
onto Rough Titania Surfaces
W. Friedrichs, B. Ohler, W. Lan-
gel, University of Greifswald,
(Germany); S. Monti, Istituto
per i Processi Chimico-Fisici
(IPCF-CNR), Pisa (italy); S. Kop-
pen (Sp), University of Bremen
(Germany)

Computer Simulation of
PLGA Micro/Nano Particles
Degradation

G. Erkizia (Sp), E.M. de Juan-
Pardo, G.-M. Kim, University of
Navarra, San Sebastian (Spain);
A. Estella-Hermoso de Mendo-
za, Unversity of Navarra, Pam-
plona (Spain); E. Garbayo, M.J.
Blanco-Prieto, University of
Navarra, Pamplona (Spain); J.
Aldazabal, University of Navar-
ra, San Sebastian (Spain)

A Simplified Finite Element
Model for Wound Healing

F. Vermolen (Sp), Delft Universi-
ty of Technology (Netherlands);
E. Javierre, University of
Zaragoza (Spain)
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